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Effect of Temperature and Moisture on the Tensile Properties
of a TEPs-Modified Adhesive
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The main factors that affect the strength of adhesive joints are the exposure to moist environments and high
and/or low temperatures. The objective of this paper is to measure the water diffusion in adhesives modified
with thermally expandable particles (TEPs) and assess the joint strength of water saturated modified
adhesives. Bulk specimens were used to measure the diffusion coefficient of water in a TEPs-modified
adhesive. The tensile data as a function of TEPs content, moisture uptake and temperature was measured.
It was found that the presence of moisture and the temperature affect the mechanical properties of TEPs-
modified adhesive. Further, a scanning electron microscope (SEM) analysis was performed in order to
examine the fracture surfaces of the tensile specimens tested as a function of temperature and water
uptake. SEM analysis showed that the absorbed moisture and temperature change the fracture mechanisms
and the morphology of the specimens.
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Adhesives have become the method of choice for many
structural joining applications. However, one disadvantage
of adhesive joints is the permanent nature of the bond.
Several possibilities exist to debond adhesive joins in a
controlled manner [1-5]. It has been already shown that
with the right amount of TEPs, a bond can be dismantled
rapidly with local heat [3-5]. However, one of the concerns
associated to this technique is the effect of water on the
adhesive properties as the particles can create a path for
an increase of water diffusion.

Moisture is absorbed by adhesives in two different ways:
as free water, which occupies the free spaces of the
adhesive and is responsible for plasticization. Water is also
absorbed as bound water, which forms single or multiple
hydrogen bonds with the adhesive’s polymer chain,
resulting in swelling of the adhesive, plasticization and
consequent decrease of strength and glass transition
temperature (Tg). Usually, if the water uptake is done at
low temperatures, as soon as the adhesive is dried, its
mechanical properties are usually recovered. It is usually,
therefore, a reversible process [6].

High temperatures are also responsible for degrading
the adhesive properties [7, 8]. Studies that present
experimental results of adhesive joints with structural
adhesives (especially epoxies) as a function of temperature
generally show a decrease in strength with increasing and
decreasing temperatures [7]. At high temperatures the
cause is the lower adhesive strength while at low
temperatures the high thermal stresses and the brittleness
of the adhesive are the origin of such behaviour. However,
little is known in terms of temperature when it comes to
TEPs-modified adhesives.

The objective of this paper is to measure the water
diffusion in adhesives modified with TEPs and assess the
joint strength of water saturated modified adhesives. Bulk
specimens were used to measure the diffusion coefficient
of water in a TEPs-modified adhesive. The tensile data as a
function of TEPs content, moisture uptake and temperature
was measured. Further, a scanning electron microscope
(SEM) analysis was performed in order to examine the
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fracture surfaces of the tensile specimens tested as a
function of temperature and water uptake.

Experimental part
Materials

A two-component epoxy adhesive BetamateTM2098,
supplied by Dow Automotive (Dow Europe GmbH, Horgen,
Switzerland) was selected for this study. This adhesive is
used in automotive industry being part of a new generation
of crash durable adhesives which combine high level of
strength and elongation, and was used by the authors in
previous studies about debonding of adhesive joints [3, 4].
Expancel 031 DU 40 particles supplied by Akzo Nobel
Expancel Industries (Sundsvall, Sweden) were selected.
The diameter of these particles ranges mainly from 10 to
16 µm.

Specimens manufacture
The TEPs-modified adhesive was mixed with a Speed

Mixer (DAC 150.1 FVZ Speedmixer, Hauschild, Germany)
for 60 s at 2500 rev/min. This allows an efficient and
homogeneous dispersion, creating visibly bubble-free
mixing. Thin sheets of the adhesive modified with different
TEPs concentration by percentage weight (0, 10 and 20
wt% TEPs) were produced by curing the adhesive between
steel plates of a mould with a silicone rubber frame
(the silicone ensures the thickness of the adhesive plate of
2 mm), which were pressed (2 MPa) for 24 h at room
temperature (RT) [9]. From these sheets, bulk tensile
specimens (fig. 1a, b) and water absorption specimens
(fig. 1c) were machined.

Measurements and characterization
Before ageing, the specimens were kept in a dry

desiccator in order to eliminate any water that they might
be absorbed from the environment until the specimen’s
weight was constant. Next, the initial weight of each
specimen was measured using a microbalance (Kern-
Toledo, Balingen, Germany) with a 0.001 g resolution scale.
Subsequently, the specimens were aged in distilled water
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behaviour. Fickian absorption is the most common type of
absorption in adhesives. It happens when diffusion is much
slower than relaxation and the water uptake is directly
proportional to the square root of exposure time [6].

The absorption behaviour of the adhesive can be
quantified by the diffusion coefficient D, which is a measure
of the ability of the penetrant water molecule, to move
among the polymer segments. The water diffusion
properties of TEPs-modified adhesives as a function of TEPs
content are summarised in table 1.

Effect of temperature and moisture on the mechanical
properties of the TEPs-modified adhesive

The effect of moisture on the mechanical behaviour of
the TEPs-modified adhesives have been studied by tensile
tests of dry and wet (water saturated) specimens, while
the effect of temperature was studied by testing the tensile
specimens at 80oC. For each specimen, a tensile stress-
strain curve was produced based on load, displacement
values and specimen dimensions (fig 3). From the stress-
strain curves, the tensile strength and maximum tensile

at 32.5oC. The weight of the specimens was measured
periodically until saturation was achieved. This method is
known as the gravimetric method.

The water content was calculated using eq. (1):

      (1)

where Mt is the water content, and mt and mo are the
specimen weight at time t and the initial specimen weight,
respectively.

The Fickian diffusion model was used for fitting the
water uptake data, a, as given in eq. (2):

      (2)

where D  is the diffusion rate, M∝  is the equilibrium water
uptake and h is the specimen thickness.

The diffusion rate, D  was calculated using eq. (3) when
the equilibrium water uptake was obtained:

      (3)

The bulk dogbone specimens were aged under the same
environmental conditions used with the water sorption
specimens (i.e. distilled water). The dogbone specimens
were tested in tension using a universal testing machine
Instron model 3367 (Norwood, Massachusetts, USA),
which has a maximum load capacity of 30 kN, at room
temperature and 80oC under a constant crosshead rate of
1 mm/min. At least five specimens were tested to failure
for each case (i.e. TEPs content and condition).

SEM analysis
A SEM analysis was performed on the fracture surfaces

of the dogbone specimens using a high resolution Scanning
Electron Microscope with X-Ray Microanalysis: JEOL JSM
6301F/ Oxford INCA Energy 350 (Gatan Alto 2500, Tokyo,
Japan) at the CEMUP laboratory (University of Porto,
Portugal). Samples were coated with a gold (Au)/ palladium
(Pd) thin film (for 120 s and with a 15 mA current), by
sputtering, using the SPI Module Sputter Coater equipment
prior to examination. Secondary electron images were
collected at different magnifications (x35, x200, x500,
x1000).

Results and discussions
Water absorption tests

Figure 2 shows the fractional moisture uptake of the
bulk TEPs-modified adhesives versus the square root of
time over the thickness, as well as the respective Fickian
fit. It can be seen that the water uptake initially increases
linearly at the beginning of the exposure and then levels off
until equilibrium was attained. It can be noted that the
moisture uptake increases as a function of wt% of TEPs.
All the cases (TEPs content) showed a simple Fickian

Fig. 1. Test specimen geometry
(dimensions in mm): a, b) tensile, c) bulk

water absorption

Fig. 2. Water uptake behaviour of the TEPs-modified adhesive.

Table 1
WATER DIFFUSION PROPERTIES OF TEPS-MODIFIED

ADHESIVES

Fig. 3. Representative stress-strain curves of the TEPs-modified
adhesive.
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strain were calculated and the results can be seen in figure
4 and 5.

As can be seen in figure 4, for dry (unaged) specimens,
a significant decrease in adhesive strength with increasing
wt% TEPs content was found (by approximately 32% for
10 wt% and approximately 45% for 20 wt%). As the TEPs
content increases, the neat adhesive volume decreases,
resulting in less strength. The tensile strength of the wet
(moisture saturated) group specimens was reduced
considerably when compared to dry group specimens. This
probably happen because of the plasticization effect of
absorbed moisture [10]. It was also shown that the
absorbed water can act as a crazing agent continuously
decreasing the mechanical strength of epoxies with
exposure time in water [11]. At 80oC, a drastic decrease in
adhesive tensile strength was observed. This can be
explained by the fact that the test temperature was above
the glas transition temperature of the adhesive (i.e. 60oC
as per supplier). An important aspect that should be noted
is that the tensile strength of the samples tested at 80oC
are only slightly reduced as the TEPs content increase. It
can be concluded that the temperature mainly degrade
the adhesive matrix and not the particles.

From figure 5 it can be seen that the maximum
deformation decreased with increase of TEPs content, by
approximately 34% for 10 wt%, while for 20 wt% TEPs the
adhesive deformation decreased by approximately 45%.
The decrease in deformation of TEPs-modified specimens
compared with the neat adhesive specimens may be
caused by the fact that the high percentages of TEPs with
less amount of neat adhesive, makes the adhesive system
denser and brittle. The deformation of the wet specimens
increased considerably when compared to the dry group
specimens (by approximately 93% for 0% of TEPs, 150%
for 10%wt TEPs and 175% for 20%wt TEPs, respectively).
Moisture increases the flexibility and ductility of the
adhesive. For the samples tested at 80oC, the tensile strain
also increased but less compared to wet specimens.

To summarize, large increases in ductility (strain to
failure) and reductions in tensile strength were measured
for the water saturated samples and 80oC.

Fig. 4. The tensile strength of the TEPs-modified adhesive.

Fig. 5. Tensile strain of the TEPs-modified adhesive

SEM analysis
In order to investigate the effect of temperature and

moisture on the fracture mechanisms and TEPs
morphology, a SEM analysis of the fractured surfaces was
performed. A considerable amount of information has been
reported by the authors, in past studies, on the appearance
of fracture surfaces and particles morphology of unmodified
and modified TEPs-adhesives [12, 13]. It was shown that
TEPs-modified adhesive samples had a uniform dispersion
of particles within the samples no matter of TEPs content
and adhesive [12, 13]. The SEM micrographs of the fracture
surface of the dry, wet and 80ºC specimens as a function
of TEPs content are shown in figures  6-8.

Fig. 6. SEM micrographs of the fracture surface of the dry, wet and
80oC specimens for unmodified adhesive.

Fig. 7. SEM micrographs of the fracture surface of the dry, wet and
80oC specimens for 10 % TEPs-modified adhesive samples

Fig. 8. SEM micrographs of the fracture surface of the dry, wet and
80oC specimens for 20 % TEPs-modified adhesive samples.
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It can be seen that the absorbed moisture had
deleterious effects on the physical properties of the
adhesive and changed the fracture mechanisms. The
rougher cleavage pattern for unmodified dry specimens
loses it roughness when saturated in water (wet), with no
yielding of the adhesive (fig. 6). The change caused by the
temperature on the fracture of unmodified adhesive
samples can also be clearly observed. This analysis sustain
the experimental results where a drastic decrease in tensile
strength was found for wet and 80oC samples when
compared to dry condition. Similar, for TEPs-modified
adhesives (figs. 7 and 8) the differences in fracture surfaces
between the dry, wet and 80oC, can be clearly observed. It
should be noted that apparently the particles were not
affected by the moisture uptake. It can be concluded that
the tensile properties degradation of the TEPs- modified
specimens is mainly due to the degradation of the adhesive
matrix.

Conclusions
In this paper, the effect of temperature and moisture

uptake on the behaviour of a structural adhesive modified
with TEPs was investigated. The following conclusions can
be drawn:

-The water uptake percentage increases with the TEPs
content. Absorption obeyed the Fickian diffusion model
for all cases studied (TEPs content).

-Due to the effect of ageing, the tensile strength of the
studied TEPs-modified adhesive have been reduced. On
the other hand, the strain to failure increased, indicating
that moisture increases the flexibility and ductility of the
adhesive.

-The particles were not affected by the moisture uptake.
Thus, the tensile properties reduction of the TEPs- modified
specimens is mainly due to the degradation of the adhesive
matrix.

-Temperature affects the mechanical properties of the
TEPs-modified adhesives. The tensile strength drastically
decrease, while the ductility increased.

-SEM analysis showed that temperature and the
absorbed moisture change the fracture mechanisms and
the morphology of the unmodified and TEPs-modified
adhesive.
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